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LABORATORY TEST REPORT

Multi-Component Sulfur-Based Deodorizing
Crystals
Report No. A2260687896101001C

Report number A2260687896101001C

Verification code NWMA

Inspection type Commissioned test

Client Shandong Qinglu Pet Products Co., Ltd.

Client telephone  18453926111

Client email 18453926111w@gmail.com

Testing organization Centre Testing International (Qingdao) Co., Ltd.

Issuer address Room 107-5, Floor 1, Building B, Yuanjia Life Science and Technology Industrial Park, No.
603 Jiushui East Road, Laoshan District, Qingdao, Shandong, China

Test location No. 001-002, Basement Level 1, Building 1; Floors 1-4, Building 1; and Floors 4-5, Building 3,
No. 39 Fengmao Road, High-tech Zone, Qingdao, Shandong, China

Approval date August 19, 2026

Authorized signatory Niu Yanyan

Sample Information

Sample name Multi-Component Sulfur-Based Deodorizing Crystals

CTI sample number FFS27491001

Sample quantity 500 g

Sample condition Intact

Date received August 11, 2026

Test period August 11-17, 2026

Test Scope
Deodorization rate

Test Results

No. Test item Unit Result Test method

1 Deodorization rate % 99.2 T/SDPIA 05-2022, Appendix C
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Sample Image

Sample image reproduced from the supplied source report.

Report Statements
1. A report without the approving signatory's signature, the dedicated testing seal and the cross-page seal is invalid. An altered report
is invalid. A copy is invalid unless it bears the red dedicated testing seal.
2. This report may not be reproduced in part without the company's approval.
3. Sample information was provided by the client. The test results apply only to the sample tested.
4. The test results must not be used for improper publicity without authorization.
5. Any objection to the test results must be submitted to the testing organization within five working days after receipt of the report.
Late objections will not be accepted.
6. To verify authenticity, scan the QR code on the first page of the original report or visit https://mycti.cti-cert.com and enter the report
number and verification code. Questions may be sent to fdd.checkreport@cti-cert.com.
7. All or some of the test items in this report are not covered by accreditation and are intended only for research, teaching, internal
quality control, product research and development, and similar purposes.

*** End of Report ***


